DALIAN DAHUACHEM INDUSTRIAL AND TRADING COMPANY LIMITED
Address: NO. 3 GANXIN STR. GANJINGZI DISTRICT ,DALIAN CHINA

Product Quality Certificate

LR RRFFR M TR Q/610881FY 20-2023
Sample name Low temperature Execution standards
switch oil NS3
ks FYDWKG-2025-009 FKAF B8] 2025.04.14  15:30
sample number sample time
=Lt 2025.04.14 B 2026.04.13
date of manufacture EXP.DATE
KL H REIEHR KR ER R TT%
Inspection items quality index Inspection results Testing method
s, C <-60 <-70 GB/T 3535
Pour point, C
EENZHE(40C), mni/s <35 3.210 GB/T 265
Kinematic viscosity (40 C), m ni/s
EENEEE(-40°C), m /s <400 103.6 NB/SH/T 0837
Kinematic viscosity (-40 C), m ni/s
KEE, mgkg <30 18 GB/T 7600
Water content, mg/kg
HFBEE, KV >32 77.6 GB/T 507
HE20C), kg/m? <895 870.0 GB/T 1884
Density (20 ‘C), kg/m 3 GB/T 1885
N RIRFERE£1(90C) <0.003 0.00011 GB/T 5654
Dielectric loss factor (90 'C)
SR ERER. TUEY | BEER. TIUEY B
appearance P SIEZY)| IS IELY)| visualization
Clear and transparent, | Clear and transparent,
without sediment or without sediment or
suspended solids suspended solids
RR{E()X KOH i), mg/g <0.01 0.007 NB/SH/T 0836
Acid value (calculated as KOH), mg/g
KB BRI x p GB/T 259
water-soluble acid or alkali not have not have
FHE¥K S, mN/m >40 53.05 GB/T 6541
Interface tension, mN/m
BHREaE(RESE. TimAEk <0.0001 SH/T 0689
Total sulfur content (mass fractlon),% No general
requirements
J& 1R MR IRk FERE M SH/T 0804
corrosive sulfur Non-corrosive Non-corrosive
mELRIFEE (RED | aRdEk 0.08-0.40 0.09 SH/T 0802
#%) AANFIE (T)

Content of antioxidant Oil




DALIAN DAHUACHEM INDUSTRIAL AND TRADING COMPANY LIMITED
Address: NO. 3 GANXIN STR. GANJINGZI DISTRICT ,DALIAN CHINA

additives (mass fraction%) containing
micro
antioxidant
additives (T)
- EE, mgkg <0.1 K& H G E R 0.01) NB/SH/T 0812
2-Furfural content, mg/kg Not detected
(detection limit 0.01)
WREE), C >100 102.5 GB/T 261
Flash point (closed), C
M, mm/min TBAER 34.19 NB/SH/T 0810
Gas evolution, mm 3/min No general
requirements —
S & O
detection result qualified {3 & 3 \
| i
\\: J
X 74




